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PETUNJUK PENGGUNAAN
1. Longgarkan bubuk dengan baik sebelum setiap penggunaan. Ambil sejumlah 

bubuk dan air yang diperlukan. Rasio bubuk-air standar adalah 1 sendok (8.4 g) 
bubuk dan 1/2 cup (20 mL) air (Gambar 1).

2. Aduk selama 20-30 detik. Isi sendok cetak dengan bahan yang telah dicampur 
(Gambar 2).

3. Masukkan sendok cetak ke dalam mulut. Lihat tabel dibawah untuk rekomendasi 
waktu kerja (Gambar 3).

4. Tunggu hingga bahan tersebut mengeras. Lihat tabel dibawah untuk waktu minimal 
di dalam mulut.

5. Keluarkan cetakan dan bilas di bawah air yang mengalir (Gambar 4).

Catatan:
a) Suhu air pencampur yang lebih tinggi akan mempersingkat waktu pengerasan 

awal dan waktu kerja. Variasi air dapat mempengaruhi waktu pengerasan awal 
dan waktu kerja.

b) Rasio air-bubuk yang tinggi akan memperpendek waktu pengerasan awal dan 
mempengaruhi kemampuan mengalir serta sifat �sik lainnya. Oleh karena itu, 
rasio bubuk-air harus digunakan berdasarkan rasio standar bubuk-air.

Mixing time (sec.) / Waktu pencampuran (detik.)
Working time (min., sec.) / Waktu kerja (menit., detik.)
Initial setting time (min., sec.) / Waktu pengerasan awal (menit., detik.)
Minimum time in mouth (min., sec.) / Waktu minimal di dalam mulut (menit., detik.)

20–30”
1’30”
2’20”
2’00”

Characteristics when mixed in distilled or deionized water (23°C / 73°F), and under 
room temperature (23°C / 73°F).
Karakteristik apabila dicampur dengan air suling (23°C / 73°F) atau air deionized 
(23°C / 73°F) dan pada suhu ruangan (23°C / 73°F).

Fig.5 / Gambar 5Fig.4 / Gambar 4

8.4 g 20 mL

16.8 g 40 mL
Fig.1 / Gambar 1 Fig.2 / Gambar 2

20-30 sec.
20-30 detik

Fig.3 / Gambar 3

120 sec.
120 detik
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Hanya digunakan oleh dokter gigi dengan indikasi yang direkomendasikan.

INDIKASI PENGGUNAAN
Pencetakan awal. Pencetakan untuk pembuatan :
-Model sementara inlay, onlay, mahkota, dan jembatan
-Model ortodonti
-Model studi

KONTRAINDIKASI
Hindari penggunaan produk ini pada pasien yang diketahui alergi terhadap bahan alginate.

FABRIKASI MODEL
1. Buang kelebihan air sebelum menuangkan dental stone. Untuk hasil paling akurat, 

segera tuangkan dental stone setelah dibilas (Gambar 5).
2. Tuang dental stone dalam waktu 24 jam setelah pengambilan cetakan. Jika cetakan 

tidak dapat segera dituang, bungkus cetakan dengan tisu basah atau simpan cetakan 
basah dalam kantong plastik yang tertutup rapat. Jangan simpan di dalam air. 

Untuk dental stone direkomendasikan produk yang memenuhi ISO 6873 
(misalnya Tipe 4: GC FUJIROCKTM EP).

PENYIMPANAN
Direkomendasikan untuk kinerja optimal, simpan di tempat sejuk dan kering, dalam 
wadah tertutup rapat (4-25°C) (39.2-77.0°F).

PERINGATAN
1. Jika bahan atau campuran terkena mata, segera bilas dengan air dan dapatkan 

bantuan medis.
2. Saat menggunakan bahan, kenakan masker untuk menghindari menghirup debu 

bubuk.
3. Setelah dibuka, pindahkan isinya ke dalam wadah untuk penggunaan bahan secara 

eksklusif.
4. Jangan dicampur dengan produk lain.
5. Metode desinfeksi yang dianjurkan adalah dengan merendamnya dalam larutan 

natrium hipoklorit 0,5% selama 15 menit. Lihat petunjuk penggunaan dari 
masing-masing produsen.

6. Dalam kasus yang jarang terjadi, produk dapat menyebabkan sensitivitas pada 
beberapa orang. Jika terjadi reaksi seperti itu, hentikan penggunaan produk dan rujuk 
ke dokter.

7. Alat Pelindung Diri (APD) seperti sarung tangan, masker dan kacamata pengaman 
harus selalu dipakai. 
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CAUTION:  U.S. Federal law restricts this device to
sale by or on the order of a dentist.  

STORAGE
Recommended for optimal performance, 
store in a cool and dry place, in a tightly closed container 
(4–25°C / 39–77°F).

25℃

4℃

For use only by a dental professional in the indications for use.

INDICATIONS FOR USE
Preliminary impressions. Impressions for the fabrication of:
- models for temporary inlays, onlays, crowns, and bridges
- orthodontic models
- study models

CONTRAINDICATIONS
Avoid use of this product in patients with known allergies to alginate impression material.

MODEL FABRICATION
1. Remove excess water before pouring dental stone. For the most accurate result, pour 

dental stone immediately after rinsing (Fig. 5). 
2. Pour dental stone within 24 hours after taking the impression. If the impression cannot 

be poured immediately, wrap the impression in a wet paper towel or store the wet 
impression in a tightly sealed plastic bag. Do not store the impression in water, except 
for soaking in disinfectant aqueous solution when disinfecting.

For dental stone, products that comply with ISO 6873 are recommended 
(e.g., Type 4: GC FUJIROCKTM EP).

STORAGE
Recommended for optimal performance, store in a cool and dry place, in a tightly 
closed container (4–25°C / 39–77°F).

CAUTION
1. In case of contact of material or mixture with eyes, immediately �ush with water and seek 

medical attention. 
2. When using material, wear a dust mask to avoid inhaling powder dust. 
3. After opening, transfer the contents into a container for the exclusive use of the material. 
4. Do not mix with any other product. 
5. The recommended disinfection method is to soak in a 0.5% sodium hypochlorite solution 

for 15 minutes. Refer to the respective manufacturer’s instructions for use.
6. In rare cases, the product may cause sensitivity in some people. If any such reactions are 

experienced, discontinue the use of the product and refer to a physician.
7. Personal Protective Equipment (PPE) such as gloves, face masks and safety eyewear 

should always be worn.
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DIRECTIONS FOR USE
1. Loosen the powder well before every use. Take the necessary amount 

of powder and water. Standard powder-water ratio is 1 spoon (8.4 g) of 
powder and 1/2 cup (20 mL) of water (Fig. 1). 

2. Mix for 20–30 seconds. Load the tray with the mixed material (Fig. 2). 
3. Seat the loaded tray in the mouth. Refer to table for recommended 

working time (Fig. 3). 
4. Wait for the material to set. Refer to table for the minimum time in 

mouth. 
5. Remove impression and rinse under running tap water (Fig. 4). 

Note:
High water temperatures or high powder-water ratio will shorten the initial 
setting time, working time and affect �owability and other physical 
properties. Therefore, it should be mixed at the recommended water 
temperature and powder-water ratio. Also, variations in the hardness of 
the water may in�uence the initial setting time and working time.
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